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DONGGUAN SUNFIRE SPORTS CO., LTD. 
4TH F/L BUILDING 7 YIHONGRONG INDUSTRIAL PARK CHILING HOUJIE DONGGUAN GUANGDONG, 
China 
 
The following sample(s) was/were submitted and identified on behalf of the client as: 
 
Sample Description : One sample of knitted 90%polyester 10%spandex ladies’ team 

jersey in teal. 
     
Style No. : 286616 
End Uses : Sports Activities 
Buyer : Bombardier Recreational Products Inc. 
Supplier : SUNFIRE 
Manufacture : SUNFIRE 
Country of Original : CHINA 
Exported to : CANADA 
Sample Receiving Date : May 27, 2015 
Test Performing Period : May 27, 2015 - May 29, 2015 
Test Performed : Selected tests as requested by applicant. 
 
  *  *  *  * 
 
Test Result(s) : Please refer to the next page(s). 
 
Conclusion(s) :  
   
Color Fastness To Light    M 
 
Remark(s)  : M = Meet Client‘s Requirement 
   F = Below Client‘s Requirement 
   # = No specified requirement 
 
 
Signed for and on behalf of 
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch 
 

 
_________________ 
Lily Wang 
Account Supervisor 
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Test Results: 
 
  Requirement 
 
Color Fastness To Light   
(AATCC 16-1998 Option E; Xenon-Arc Lamp) 
 
After 20 ‘AATCC’ Fading Unit 
Class  4.0(White) 

4.5(Others) 
 Min. 4.0 

 
Remark: Grey Scale Rating is based on the 5-step scale of 1 to 5, where 1 is bad and 5 is good. 
 
 
 

Sample Photo 
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